Fibre Classification
 Natural and Man made Fibres

 Fibres→              Yarn→                   Fabric→                   Finish

                                                  Fibres

Natural                                                                      Man made
↓                          ↓                                                       ↓                                                      ↓

 Plant              Animal                                        Regenerated                                          Synthetic
Cotton             Silk                                         (naturally occurring raw materials)       (chemicals)
Linen            Wool                                             Viscose                                                    Nylon
Grass             Cashmere (llama)                        Acetate                                                   Polyester
Loir                Mohair (goat)                             Tri-acetate                                              Lycra
Hemp            Angora (rabbit)                                                                                          (spandex
                       Horse hair (tough)                                                                                       elastane                                                               
                       Camel Hair (v.soft+close)                                                                          elastomeric)
(Leather                                                                  Naturally occurring raw materials
Fur                                                                                             ↓
Suede)   Textiles                                                             Wood pulp 
                                                                                                    ↓

                                                                                     Treated with chemicals  

                                                                                                     ↓

                                                                                      To sticky spinning

                                                                                                      ↓

                                                                                           Spinneret

All natural Fibres except silk are Staple fibres i.e. between 1cm + 50 cm long 

Silk can be unreeled up to 1 mile → Called Continuous Filament 
