Reasons for Fibre Blending
↓                                                                                          ↓                                                                 ↓

Quality Improvement                    ↓                                               Appearance                                                 Profitability
Improved performance                                                           Optical effects e.g. Colour,             Improved cost efficiency
In use-e.g. abrasion, resistance,                                                   lustre, fancy yarns                                e.g. fibre cost

Durability, creasing                                                                                                                                      fibre supply

↓                                                                                                                                                    Process efficiency
Improved clothing comfort

E.g. Thermal insulation,

Moisture absorption,

Next to skin comfort

                   ↓

Improved aftercare e.g. laundering
Drying, ironing, shrinking
Most popular- Natural blends- Cotton/wool, wool/silk

                                                      Cotton/ Linen,   Silk/ cashmere

Natural/ Man made- Cotton/ Polyester                 Wool/Polyester                 Wool/Nylon

                                     Cotton/viscose                       Wool/Acrylic

Usually Man made/Natural
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